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Sample Description：

No. Description Name

1 PCB PCB

2 IC IC

3 LED Screen LED Screen

4 Tin Tin

5 Screw Screw

6 Capacitor Capacitor

7 Resistor Resistor

8 Electrolytic capacitor Electrolytic capacitor

9 Transistor Transistor

10 Plastic Plastic

11 Diode Diode
12 Transformer Transformer

13 Adapter Adapter

14 Dielectric Film Dielectric Film

15 Magnet Magnet

16 Black wire Black wire
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Test Result (No. 1):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 2):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 3):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 4):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 5):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 6):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 7):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.A. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.A. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.A. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.A. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.A. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.A. 5 1000
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Test Result (No. 8):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 9):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 10):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 11):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 12):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 13):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 14):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 15):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
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Test Result (No. 16):
Test Item(s) Unit Test Method (Reference) Result MDL Limit
Cadmium(Cd) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 100
Lead(Pb) mg/kg IEC 62321-5:2013, ICP-AES N.D. 2 1000
Mercury(Hg) mg/kg IEC 62321-4:2013, ICP-AES N.D. 2 1000
Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2013, UV-Vis N.D. 2 1000
Sum of PBBs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromobiphenyl mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Sum of PBDEs mg/kg IEC 62321:2013, GC-MS N.D. -- 1000
Monobromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Dibromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tribromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Tetrabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Pentabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Hexabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Heptabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Octabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Nonabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
Decabromodiphenyl ether mg/kg IEC 62321:2013, GC-MS N.D. 5 --
DEHP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
BBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000
DIBP mg/kg EN 14372:2004, GC-MS N.D. 5 1000

Note： 1. mg/kg= ppm
2. N.D.= Not Detected(<MDL)
3. MDL = Method Detection Limit
4. -- = No Testing
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Testing Flow Chart (Pb, Cd, Hg, Cr6+, PBBS, PBDES):

Testing Flow Chart (DEHP, DBP, BBP, DIBP):
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Photo of Sample:
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*** End of Report***
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